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STANDARD SAMPLE No. 32
CHROME-NICKEL STEEL

CASTING FURNISHED BY CARPENTER STEEL CO., READING, PA.
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*¥n view of the results of certain chemists, especially those of the Mildvale Steel Co., supported by tests made
at the Burean of Standards, it Seems not improbable that even the highest results reported for carbon in this
steel are slightly below the truth. The matter is under investigation.
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